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EIC SEMICONDUCTOR CO.,LTD.

65,68 SOI CHALONGKUNG 31,I-EA-T FREE ZONE

LAT KRABAND INDUSTRIAL ESTATE,LUMPLATIEW LAT KRABANG

BANGKOK 10520

THAILAND.

.

The following sample(s) was/were submitted and identified on behalf of the clients as : WAFER GPP.

SGS Job No. : 3335711 - HK.

Manufacturer :. EIC SEMICONDUCTOR CO., LTD..

Country of Origin :. THAILAND.

Country of Destination :. THAILAND.

Date of Sample Received : 06 Apr 2016

Testing Period : 06 Apr 2016 - 18 Apr 2016

Test Requested : Selected test(s) as requested by client.

Test Method : Please refer to next page(s).

Test Results : Please refer to next page(s).

Conclusion : Based on the performed tests on submitted sample(s), the results of Lead, 

Mercury, Cadmium, Hexavalent chromium, Polybrominated biphenyls (PBBs), 

Polybrominated diphenyl ethers (PBDEs) and Phthalates such as 

Bis(2-ethylhexyl) phthalate (DEHP) , Butyl benzyl phthalate (BBP), Dibutyl 

phthalate (DBP) , and Diisobutyl phthalate (DIBP) comply with the limits as set by 

RoHS Directive (EU) 2015/863 amending Annex II to Directive 2011/65/EU..

..Chemist.
Lam Ka Yung, Allen.

Signed for and on behalf of 

SGS Hong Kong Limited.
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Test Results :

Test Part Description :

Specimen 

No.

SGS Sample ID Description

1. Transparent Glass w/ Golden and Iridescent Plating.HKG16-002777.001

Remarks :

(1) 1 mg/kg = 1 ppm = 0.0001%

(2) MDL = Method Detection Limit

(3) ND = Not Detected ( < MDL )

(4) "-" = Not Regulated

RoHS Directive (EU) 2015/863 amending Annex II to Directive 2011/65/EU.

(1) With reference to IEC 62321-5:2013, determination of Cadmium by ICP-OES. 

(2) With reference to IEC 62321-5:2013, determination of Lead by ICP-OES.

(3) With reference to IEC 62321-4:2013, determination of Mercury by ICP-OES.

(4) With reference to IEC 62321:2008, determination of Hexavalent Chromium by Colorimetric 

Method using UV-Vis.

(5) With reference to IEC 62321-6:2015, determination of PBBs and PBDEs by GC-MS.

(6) With reference to EN 14372:2004, determination of phthalates by GC-MS..

Test Method :

Test Item(s) UnitLimit MDL. 001.

Cadmium (Cd). 100 mg/kg. 2 ND

Lead (Pb). 1,000 mg/kg. 2 65182#

Mercury (Hg). 1,000 mg/kg. 2 ND

Hexavalent Chromium (CrVI). 1,000 mg/kg. 2 ND

Sum of PBBs. 1,000 mg/kg. - ND

Monobromobiphenyl. - mg/kg. 5 ND

Dibromobiphenyl. - mg/kg. 5 ND

Tribromobiphenyl. - mg/kg. 5 ND

Tetrabromobiphenyl. - mg/kg. 5 ND

Pentabromobiphenyl. - mg/kg. 5 ND

Hexabromobiphenyl. - mg/kg. 5 ND

Heptabromobiphenyl. - mg/kg. 5 ND

Octabromobiphenyl. - mg/kg. 5 ND

Nonabromobiphenyl. - mg/kg. 5 ND

Decabromobiphenyl. - mg/kg. 5 ND

Sum of PBDEs. 1,000 mg/kg. - ND

Monobromodiphenyl ether. - mg/kg. 5 ND

Dibromodiphenyl ether. - mg/kg. 5 ND
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Test Item(s) UnitLimit MDL. 001.

Tribromodiphenyl ether. - mg/kg. 5 ND

Tetrabromodiphenyl ether. - mg/kg. 5 ND

Pentabromodiphenyl ether. - mg/kg. 5 ND

Hexabromodiphenyl ether. - mg/kg. 5 ND

Heptabromodiphenyl ether. - mg/kg. 5 ND

Octabromodiphenyl ether. - mg/kg. 5 ND

Nonabromodiphenyl ether. - mg/kg. 5 ND

Decabromodiphenyl ether. - mg/kg. 5 ND

Dibutyl Phthalate (DBP). 1,000 mg/kg. 30 ND

Benzylbutyl Phthalate (BBP). 1,000 mg/kg. 30 ND

Bis-(2-ethylhexyl) Phthalate (DEHP). 1,000 mg/kg. 30 ND

Diisobutyl Phthalate (DIBP). 1,000 mg/kg. 30 ND

(1) The maximum permissible limit is quoted from RoHS Directive (EU) 2015/863..

Notes :

Remark:

1. # = “As per client [“Eic Semiconductor Co., Ltd.”] claimed, it is possible the source of lead in the sample [“item 

002” “Transparent Glass w/ Golden and Iridescent Plating”] could be from the glass material of that electronic 

component which is exempted by RoHS Directive (EU) 2015/863 amending Annex II to Directive 2011/65/EU. 

However, the numerical result of detected restricted substances in item 002 cannot be related back to the 

concentration of the substances in the original homogeneous material.”.

Sample photo:

HKGEC1600277701

HKG16-002777.001.

SGS authenticate the photo on original report only
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*** End of Report ***
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